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SERIES LLST HIGH SATURATION CORE

LLST4R7 4.7 4.00 6.10 50.0 0.035 2.600
LLST10 10 2.80 4.10 45.0 0.050 2.250
LLST15 15 2.10 3.20 40.0 0.055 2.150
LLST18 18 1.90 3.00 35.0 0.060 2.050
LLST22 22 1.70 2.80 25.0 0.070 1.900
LLST25 25 1.60 2.60 20.0 0.080 1.780
LLST27 27 1.40 2.30 15.0 0.080 1.780
LLST33 33 1.30 2.20 12.0 0.080 1.780
LLST47 47 1.00 1.80 10.0 0.120 1.450
LLST75 75 0.80 1.40 8.0 0.180 1.190
LLST100 100 0.80 1.40 7.0 0.250 1.000
LLST125 125 0.64 1.10 6.0 0.250 1.000
LLST140 140 0.56 0.98 5.0 0.250 1.000
LLST150 150 0.56 0.98 4.0 0.260 0.985
LLST175 175 0.54 0.90 3.5 0.325 0.890
LLST200 200 0.46 0.80 3.2 0.400 0.795
LLST220 220 0.46 0.80 3.0 0.400 0.795
LLST270 270 0.46 0.78 25 0.500 0.710
LLST300 300 0.38 0.68 2.0 0.500 0.710
: LLST350 350 0.36 0.62 1.9 0.625 0.650
Actual Size LLST400 = 400 0.28 0.50 18 | 0700 | 0.600
LLST450 450 0.28 0.50 1.7 0.850 0.550
Physical Parameters LLST500 500 0.26 0.50 1.5 1.000 0.500
Inches Millimeters
A 0.475 +0.020 12.07 £ 0.50
B 0.420 + 0.020 10.67 £ 0.50 “Insert ‘R’ Designator for RoHS
C 0.290 Max. 7.37 Max. L . .
D 0.400 Ref. 7.62 Ref. For surface finish information, refer to www.delevanfinishes.com
E 0.075 Ref. 1.91 Max.
F 0.375 +0.020 9.53 +0.50 Material High Saturation Nickel/Iron Core.
Operating Temperature Range —40°C to +125°C Inductance Tested at an AC drive level which does not affect the initial

Power Dissipation 0.285 Max. (Watts) permeability of the core, the DC drive level was 0 amps.

Weight Max. (Grams) 2.00
Packaging Bulk only

Incremental Current The DC current which reduces the inductance
value to the percentage drop tabulated.

Inductor Base Formed from a high temperature thermoplastic capable of
Current Rating Based on a 35° C max. rise from 90°C withstanding approx. 600°F for short periods of time.

ambient. Marking API, Inductance, and Date Code.
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MCRYCCTBO HAAEXXHOCTH

000 «HUOKPcuctemc» - 3TO OfepaTuMBHblE MNOCTaBKM LWMPOKOro
CNeKTpa 3NEeKTPOHHbIX KOMMOHEHTOB OTeYeCTBEHHOr0 M MMMOPTHOrO
NPOM3BOACTBA HAMpsMy OT MNpoM3BoAUTENEeN N C KPYMHEULWNX
MUPOBbLIX CKNadoB. Peanusyemass Hawen KOMMaHWenm npoayKums
HacuuTbiBaeT 60n1ee NoNYMUIIMOHA HAMMEHOBAHUN.

Bnarogaps 3TOMy Halwa KOMMaHWs npegnaraeT K MocTaBke
NPaKTUUYECKN He OrpaHMYEHHbIN aCCOPTUMEHT KOMIMOHEHTOB Kak
OMTOBbLIMWU, MENIKOONTOBbLIMU MAPTUAMU, TaK U B PO3HULLY.

bnarogaps paBBMTOVI CEeTuM NOoCTaBLLMKOB, MOMOIraeM B MNMOUCKE U
I'IpVIO6p€T€HVIVI 3K30TUYHbIX nnn CHATbIX C npomnsBoacCTBa
KOMIMOHEHTOB.

Hawa KoMnaHusa 3TO:

. fapaHTNa KadecTBa NOCTaBASeMOn NPOaYyKLNN

. LLINpOKMN aCcCOPTUMEHT

] MWHMMaIbHble CPOKWM MOCTaBOK

. TexHn4YecKasa nogaepxka

. Monbop KoMnaekTauum

J NHovemayanbHbI NOAX04

. fmbkoe ueHoobpa3oBaHue

J PaboTaem no 275 @3
000 «HNOKP CUTEMC» TenedoH: 8 (495) 268-14-82 WHH: 7735154786
MockBa, 125362, Poccus, yn. Email: n@nsistems.ru OlPH: 1167746717709
BuwHeBas, a. 9, K. 1, bnok 104 an
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